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SHANGHAI RICHENG ELECTRONICS CO., LTD .

XINSHENG INDUSTRIAL AREA,ZHELIN,FENGXIN,SHANGHAI

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : CONDUIT FITTINGS .

SGS Job No. : SP14-013361 - SH .

Composition : . ZINIC ALLOY.

Date of Sample Received : . 12 May 2014.

Testing Period : . 12 May 2014 - 14 May 2014 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Conclusion :. Based on the performed tests on submitted sample(s), the results of Lead, 

Mercury, Cadmium, Hexavalent chromium comply with the limits as set by RoHS 

Directive 2011/65/EU Annex II; recasting 2002/95/EC. .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Marry Ma.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA14-082965.001 Silver metal.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

RoHS Directive 2011/65/EU.

Test Method : . (1) With reference to IEC 62321-5:2013, determination of Cadmium by ICP-OES. 

(2) With reference to IEC 62321-5:2013, determination of Lead by ICP-OES.

(3) With reference to IEC 62321-4:2013, determination of Mercury by ICP-OES.
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ATTACHMENTS 
 

RoHS Testing Flow Chart 
 

1) Name of the person who made testing: Jan Shi/Star Wang / Shara Wang 
2) Name of the person in charge of testing: Jeff Zhang  
3) These samples were dissolved totally by pre-conditioning method according to below flow chart. 
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Sample photo: .

SHAEC1408296501

SHA14-082965.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .




